
Tungsten Bar 
Typical Composition (%) 

 
W 99.90 Min 
C 0.005 Max 

Mn 0.001 Max 
Si 0.005 Max 
P 0.001 Max 
S 0.003 Max 

 
 

Full analysis available upon request  
  


